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INSPECTION / ACCEPTANCE REPORT OF COMPONENTS FOR LCLS MAGNET ASSEMBLIES

VENDOR:  Shin-Etsu





PART NAME:  LCLS Magnet 
DRAWING #:  L143-110106



            SERIAL #:  16055
P.O. #: 5A-06868





DATE: 01/10/07


ACCEPTANCE CRITERIA
	1. Visually inspect for shipping damage.
	Accept/Reject

	2. Verify magnet identification markings are correct per SOW.
	Accept/Reject

	3. Visually inspect surface finish to verify it meets spec.
	Accept/Reject


CRITICAL DIMENSIONS (mm)

	FEATURE
	TARGET
	TOLERANCE
	MEASURED VALUE
	

	Magnet height 
	57.00
	+/- .05
	56.999/57.000
	Accept/Reject

	Magnet Width
	66.00
	+/- .25
	66.011/66.019
	Accept/Reject

	Magnet thickness
	9.00
	+0 / -.10
	8.954/8.960
	Accept/Reject


INSPECTOR:  R Dettling




QA Supervisor:  MJE





TEST EQUIPMENT USED:  EC-XXE1-0221 , ID-XX2Y-0033









COMMENTS: Revision number 04 , Lot No 34






            Number on the right side is not centered and arrow is dim
                        Number on the left side is low and the last 5 is dim
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