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LCLS ASSEMBLIES

o PART-'_NAME: LCLS Vacuum: Chamber Bi-metal flange

-SERIAL #: /0

DATE /1 /5} 07

ACCEPTANCE CRITERIA

INSPECTOR: I - v -D/\J |

e
| 1. Visually inspect for shipping damage. ccgpl/*ﬁej ect
.~ | 2. Obtain manufacturers certification data delivered w1th flange. Adcept/Reject
~ | 3. Verify the upstream and downstream flanges fit snugly on the KcceptReject
‘chamber weld locations. o
4. Leak check ﬂange per section 3.4 and 3 5 of ESD 1. 4 118 A ccept/Reject
¢ |
CRITICAL DIMENSIONS (mm) _
"~ MEASURED
FEATURE TARGET TOLERANCE - VALUE
Slot thickness 7.00 - =08 e AcceptBeect
| 2408 72487 I -
Overall length 24.71 +0/-10 _|g990/249 | AccepyReject]
Flatness </= .03  N/A £.05 APy Reject
Le-tidned A fitel [
Angle 15° +0.3° o (57 AecepDReject
" [ Perpendicularity to _ T
A (2X) - <=.03 N/A / Accept/Reject
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