L1440202-100202 BUSHING PLATE 1 REV.05.xIs

ENGINEER ING
CORAF 1

REPORT

18954 AIRPORT ROAD LOCKPORT IL. 60441

PHONE 815-834-0225 FAX 815-838-6046

DIMENSION | DRAWING DRAWING TOLERANCE ACTUAL ACCEPT COMMENTS
NUMBER LOCATION | DIMENSION-METRIC METRIC METRIC REJECT
1 C6 76.20 +/-0.2 76.215-76.236 ACCEPT
2 C6 66.00 +/-0.2 66.02 ACCEPT
3 C6 50.80 +-0.2 50.78 ACCEPT
4 C6 38.10 +/-0.2 38.1 ACCEPT
5 C6 25.40 +/-0.2 25.37 ACCEPT
6 C6 10.20 +-0.2 10.15 ACCEPT
7 C-5 12.70 +/-0.2 12.71 ACCEPT
8 C-5 139.70 +/-0.2 139.7 ACCEPT
9 C-5 266.70 +-0.2 266.7 ACCEPT
10 C4 393.70 +/-0.2 393.68 ACCEPT
11 D-4 787.40 +/-0.2 787.385 ACCEPT
12 C4 520.70 +-0.2 520.68 ACCEPT
13 c-3 647.70 +/-0.2 647.67 ACCEPT
14 C-3 774.70 +-0.2 774.67 ACCEPT
15 C-2 4 x 45 DEGx 3.2 +/-.3 DEG / +/-0.2 45 DEG . 3.02 ACCEPT
16 -3 5.56 DIA ; 82 DEG +/-0.08 ; +/-.3 DEG 5.574 ; 82 ACCEPT
17 C4 15.90 +/-0.2 15.89 ACCEPT
18 C-5 9.50 +-0.2 95 ACCEPT
19 ] 513 +/-0.08 5.107 ACCEPT
20 A4 10 FLATNESS 0.061 ACCEPT
21

22

23

24

25
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NOTES:

Iy

ARE INCHES AND FOR REFERENCE ON

. DEBURR, DEGREASE, AND CLEAN.

. THE TOP SURFACE OF THE PART SHALL BE MACHfNED -/- GROUND
TO FIT HEIGHT AND FLATNESS TOLERANCE OF TUBING- SUPPORT ASSEMBLY

LY.

SEE NOTE 3 ON DRAWING# LI440202 100200.
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DURA-BAR"”

METAL SERVICES

A DIVISION OF WELLS MANUFACT URING COMPANY

MATERIAL CERTIFICATION
LOTNO: 0712657

LIHY0202 - Jpo 202
LINY 0202 jp0 204

DURA-BAR METAL SERVICES
2195 West Lake Shore Drive
Woodstock, I1. 60098
B00-526-0548
FAX 815-338-3800

Order Number - Line

Customer # Customer Name

655484 - 1

17111000 [WALCO TOOL & ENGINEERING

ltem Code / Description:

Customer Order Number / ltem Code

RV95-00.500x03.250x144.000 55804
CDA954 RECT C/C BRONZE

Date Metal Specification

Print Number

10/23/07 ASTM B-505

N/A

Average Chemical Analysis

Chemistry Low High
Copper (Cu) 83.000 0.000
Iron(Fe) 3.000 5.000
Nickel (Ni) 0.000 1.500
Aluminum (Al) 10.000 11.500
Manganese (Mn) 0.000 0.500

REVIEWED [0 /30/07

This is to certify that the material furnished on the above purchase

specifications.
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Dura-Bar Metal Services Representative

order conforms to the above



